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Rocking curves for g8 crystals

GW 50 micron crystal

FWHM measured = 8.6urad
FWHM theory     = 5.4urad
FWHM lattice     = 6.7urad

Glasgow 20micron crystal
(measured at 100um before thinning)

FWHM measured = 6.7 urad
FWHM theory     = 3.5 urad
FWHM lattice     = 5.7 urad


